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Jointing mortar – air-oxygen curing - flexible 

 

 

P R O D U C T  D E S C R I P T I O N  

 

 

  Usage / Properties: 

 

Jointing mortar flexible is: 

- a ready formulated and air-oxygen curing jointing mortar 

- directly processable 

- slurry applicable with water 

 

Jointing mortar flexible is suitable for: 

- jointing of ceramic and thin-layer slab coverings such as terraces, garden paths, balconies, ceramic slabs from 

2 cm thickness, thin-layer slab coverings. 

 

 Special properties of Jointing mortar classic: 

- vacuum sealed 

- flexible 

- for paved and slabbed surfaces, especially for narrow joints (pedestrian load) 

- ready to use 

- good water permeability 

- barrier against green growth from below 

- frost and grit-salt resistant 

- processable in wet weather 

 

  Colour / delivery unit / Shelf life 

 

Colour:  sand, grey, basalt  

Delivery unit: 25 kg; further container sizes on request 

Shelf life: 12 months after production date 

  Dry, cool and free of frost in original containers 

 

TECHNICAL DATA 
 

Density at 23°C / 50 % rel. hum. of air approx. 1,45 g/cm³ 

Compressive strength EN 196-1 approx. 5 N/mm2 
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Elastic strength EN 196-1 approx. 4 N/mm2 

Solid contents 100 % 

Elastic modulus approx. 20 N/mm2 

Curing (complete mechanical stress at 50% rel. hum. of air))   7 days (20 °C) 

Processing time (at 50% rel. hum. of air) approx. 30 minutes (20°C) 

Walkable (at 50% rel. hum. of air) approx. 24 hours (20°C) 

 

 

  Processing: 

Substrate: 

Minimum requirements for the joint: depth: 30 mm and width: 8 mm. 

The substructure must be permeable to water so that no waterlogging can form that would prevent the grout from 

hardening. 

The substructure must be stable and load bearing (in accordance with current standards and guidelines), as settlements in 

the subsoil or similar can lead to later damage to joints and covering. 

On newly laid surfaces, the depth of the joint has to be checked. 

Already existing joint-fillers are to be removed using water or air pressure. 

The entire surface is to be cleaned thoroughly. Dirt will otherwise be fixed into position with the mortar. 

The area must be well and permanently pre-wetted so that the binder cannot penetrate the surface of the stone. 

For coverings with a bevel, the filling of the joint should only be carried out to the lower edge of the bevel. 

To prevent separation layers and to ensure optimum adhesion of the jointing mortar to the stone flanks, only use paving 

stones that are clean on all sides. 

Tools:  

Rubber slider, broom, water hose 

Application: 

Open the vacuum bag and spread the product onto the prepared and wet surface. 

Apply the material to the joints with a rubber slider or broom, filling and compacting the joints. 

The surface must be kept wet during application. Never hold the water jet directly on the joints or the material. 

Slurrying with a light water jet leads to a higher automatic compaction of the material in the joints and produces higher 

strengths. 

Freshly sunken joints can be refilled directly with fresh material. 

After grouting, the surface is swept with a medium-hard broom in a crosswise direction to the joint. Do not sweep any 

mortar residues into open areas that are still to be grouted. 

Complete removal of the mortar residues is supported by light sprinkling during sweeping. Mortar residues that are not 

removed are bound to the surface and disturb the appearance. 

After application: 

24 hours after application, the surface should not be touched. In the 7 days after application, the fresh joints should not be 

mechanically loaded. 
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The fresh joint is to be protected against heavy rain within 24 of application. 

When using a foil for protection against water, the foil needs to be a minimum of 35 cm away from the surface of the joint. 

A strength test of the surface should be carried out before proper usage. 

High humidity and rain as well as low temperatures can significantly extend the setting time.  

 

General: 

Material, air, and substrate temperatures must be measured and must be between 5 °C and 30 °C during the whole 

application. 

Jointing mortar flexible is not suitable for a strong bond between the stones and cannot absorb subsidence of the substrate. 

In case of insufficient watering during application, a binder film may remain on the stone surface. Dependent on the 

intensity, this film disappears over time due to the effects of weather and walking or driving on the stone. 

Practice has shown that there are also isolated types of stone where the binder of the grout can cause colour deepening. 

These phenomena result from the contact between the mortar mixture and the absorption capacity of the stone surface.  

For this reason, with highly absorbent types of stone, it may be necessary to pre-water several times. Capillarity, which is 

influenced by the size of the pores and their distribution in the stone, can also contribute to stronger and longer-lasting 

colour depressions on the surface, which can also be irreversible. 

In case of doubt, it is advisable to create a test surface. In the course of this, the exact consumption per m² can also be 

determined. Please make sure that the selected type of stone is cleaned thoroughly (according to the manufacturer's 

instructions).  

Use in permanent wet areas (e.g. fountains) cannot be recommended. 

It is recommended that the respective construction sites are always served from one delivery/batch. For production and 

material-related reasons, there may be colour differences in the joint colour between different production batches. 

 

  FURTHER INFORMATION / SAFETY INFORMATION: 
 

Only for professional users. 
 
Please consider the current safety data sheets. 

 

Guidelines / regulations: 

It is imperative to ensure that the substructure of the paving is suitable for the requirements. For this purpose, the current 

standards and guidelines, e.g. ZTV-Wegebau, must be taken into account. 

 

 

Disposal: 

Disposal in consultation with a specialist disposal company, considering the current safety data sheets. 

 

 

 
Data base: 
The determination of all the data and application information is based in laboratory tests. Measured values in practice may differ because of influences 
beyond our control. 
 
Legal foundation: 
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The following specifications as well as the recommendations for handling and use of our products are based upon our knowledge and experience under 

normal conditions, at proper storing and application. Because of different materials, substrates and working conditions other than given normal values, 

a warranty of a working result or a liability – for whatever legal relationship - cannot be justified from these instructions or a verbal guidance 

respectively, unless intent or gross fault can be imputed to us. Here, the user must prove that he had transferred in written form, in time and completely 

every knowledge that is necessary for an appropriate and promising estimation. The user is obliged to test the products on their suitability for the 

intended purpose. Incidentally, our respective terms and conditions of business are valid. You get these on www.gremmler.de. Only the newest edition 

of this technical data sheet is valid. 

 

WST Quarz GmbH  

LISE-MEITNER-STRASSE 5 

46569 HÜNXE 

 

TELEFON: +49 (0)281 944 03 10 

FAX:      +49 (0)281 944 03 33 

info@wst-quarz.de 

www.wst-quarz.de 

 


